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NOTES:

1. THIS IS A UHV PART. A MULTIPLE STEP
CLEANING PROCESS INVOLVING DEGREASING,
WASHING AND DRY NITROGEN BLOW DOWN IS
NEEDED BEFORE WELDING.

2. KEEP THE PART CLEAN, AND WRAP FOR
UHV PACKING WITH ALUMINUM FOIL.

1
3. WHEN MACHINING VACUUM PARTS, USE OF
SILICONE AND SULPHUR-BASED CUTTING FLUIDS
IS PROHIBITED. USE ONE OF THE FOLLOWING:
A) CIMCOOL 5 STAR 49
B) TRIM SOL

4. DEVICE SHALL BE LEAK TESTED
USING A MASS SPECTROMETER WITH
MINIMUN SENSITIVITY FOR HELIUM
OF 2X 10 -10 STANDARD CC/SEC PER
LEAK METER DIVISION, SUCH AS:
ALCATEL ASM-110TCL
VARIAN NCR 925 OR 936
VEECO MS-9, MS-90 OR MS-18
Du PONT CEC 24-1208
CALIBRATION OF THE LEAK DETECTOR
SENSITIVITY SHALL BE PERFORMED JUST
PRIOR TO TESTING.
FINAL TEST WILL CONSIST OF SURROUNDING
THE CHAMBER (BAGGING) WITH HELIUM. THE
CHAMBER WILL BE REJECTED IF A 2% DEFLECTION
IN THE MOST SENSITIVE RANGE OF THE LEAK
DETECTOR IS SENSED WITHIN 1 MIN.

5. ALL DIMENSIONS WITH AREIMILLIMETERS
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SCALE 3:1
3 6" TUBE FITTING SS 304 1
2 8" FLANGE FITTING SS 304 1
REFERENCE SOURCE: D 1 J 524 MECHANICALLY FORMED BELLOW SS 316 1
> FLexonics INC.
300 EAST DEVON AVENUE
BARTLETT, IL. 60103
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J.CHANG 4/5/93 | T.M.KUZAY 4/6/93 P3 BM FRONT END
PHOTON SHUTTER
JG. 3/8/93 VACUUM CHAMBER
4 B BELLOW WELDMENT
2 | TIG WELD WAS RESIST. WELD; 1.G. | J.C. [2114/94 J.CHANG 4/5/93
1 | NOTE 3 ADDED; GEN. UPDATE; J.G. | J.C. |7/7/93

SEE PARTS LIST
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